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LERGTHS ARE WOT RECESSARILY DEVELOFED IN 6 MINUIES. FPROPER PROCESSING TIMES
FOR 100 POUT LENGTHS ARE AS FOLLOVS:

A0 MINVTES PRE-WET EXCLUSIVE OF WET TAKE UP.

17 MINJES DEVELOPER

10 MINUT3S SHORT STOP

20 MINUTES PIX USING HYPO CRYSTALS AND POWDERED HARDENER

mmmxmsn(mmm)

3. CONTINUED STICKINESS PROBLEMS SEEM TO EE CAUSED BY INADEQUATE
HARDENING. CLEARED FIIM IS NOT NECESSARILY HARDENED FILM. LATEST TESTS
YEDICATE THAT EFFECTS OF THE POWDERED HARDENER AR BEING DETERIORATED BY
INCREASED WASH TIME. AS INDICATED IN PARA 2, B, F, G.
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k. THE RESULTS OF TESTS NOW BEING CONDUCTED BY THE LIQUID CHEMICAL
MANUFACTURER ARE EXPECTED 30 JANUARY. THEIR RECCMMENDATIONS WILL RBE
RELAYED TO YOU DMEDIATELY .
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